RINKO & ASSOCIATES, LLC

Materials Chemishf‘y
July 13, 2011

Fellert North America
3411 Brinkerhoff Road
Kansas City, KS 66115

Attn: Sandy Andrew Ref: Lab File # RA-0711-1A-11
1. SAMPLE(S):
One (1) section of Troweled Finish Fellert White 06/06/11

2. ANALYSIS PERFORMED:

Standard Test Method for Measurements of Internal Stresses in Organic Coatings-
ASTM D6991-05(2010)

3. RESULTS:

ASTM D6991-05(2010)

Sample Internal Stress (MPa)
Troweled Finish Fellert 2.4
‘White 06/06/11

Robert A. Haffner,

Chief Analytical Chemist/Engineer

(B30)677-6772 (B530) 698-6368 Fax
2222 Francisco Dr., Suite 510-199, El Dorado Hills, CA 95762



